
Alkaline water electrolysis
Typical Materials

Type of Electrolysis: Alkaline Water
Electrolysis

Style of
membrane/diaphragm

NiO

Bipolar/separator
plate material

Stainless steel

Catalyst material on
the anode

Ni/Co/Fe

Catalyst material on
the cathode

Ni/C-Pt

Anode PTL material Ti/Ni/zirconium

Cathode PTL material Stainless steel
mesh

State-of-the-art Operating Ranges

Cell temperature 60-80C[1]

Stack pressure <30 bar[1]

Current density 0.2-0.4
A/cm2[1][2]

Cell voltage 1.8-2.40 V[1][2]

Power density to 1.0
W/cm2[1]

Part-load range 20-40%[1]

Specific energy
consumption stack

4.2-5.9
kWh/Nm3[1]

Specific energy
consumption system

4.5-7.0
kWh/Nm3[1]

Cell voltage
efficiency

52-69%[1]

System hydrogen
production rate

<760 Nm3/h[1]

Lifetime stack <90,000 h[1]

Alkaline water electrolysis
Alkaline water electrolysis is a type of electrolyzer that is
characterized by having two electrodes operating in a liquid
alkaline electrolyte solution of potassium hydroxide (KOH) or
sodium hydroxide (NaOH). These electrodes are separated by
a diaphragm, separating the product gases and transporting
the hydroxide ions (OH−) from one electrode to the other.[1][3]

A recent comparison showed that state-of-the-art nickel based
water  electrolyzers  with  alkaline  electrolytes  lead  to
competitive  or  even  better  efficiencies  than  acidic  polymer
electrolyte membrane water electrolysis with platinum group
metal based electrocatalysts.[4]

The technology has a long history in the chemical industry.
The  first  large-scale  demand  for  hydrogen  emerged  in  late
19th  century  for  lighter-than-air  aircraft,  and  before  the
advent of steam reforming in the 1930s,  the technique was
competitive.

The electrodes are typically  separated by a  thin porous foil
(with  a  thickness  between  0.050  to  0.5  mm),  commonly
referred to as diaphragm or separator. The diaphragm is non-
conductive  to  electrons,  thus  avoiding  electrical  shorts
between  the  electrodes  while  allowing  small  distances
between the electrodes. The ionic conductivity is supplied by
the aqueous alkaline solution, which penetrates in the pores
of the diaphragm. The state-of-the-art diaphragm is Zirfon, a
composite  material  of  zirconia  and  Polysulfone.[5]  The
diaphragm  further  avoids  the  mixing  of  the  produced
hydrogen  and  oxygen  at  the  cathode  and  anode,[6][7]

respectively.

Typically, Nickel based metals are used as the electrodes for
alkaline water electrolysis.[8] Considering pure metals, Ni is
the least  active  non-noble  metal.[9]  The  high  price  of  good
noble  metal  electrocatalysts  such as  platinum group metals
and  their  dissolution  during  the  oxygen  evolution[10]  is  a
drawback. Ni is considered as more stable during the oxygen
evolution,[11] but stainless steel has shown good stability and
better catalytic activity than Ni at high temperatures during

Structure and materials

https://en.wikipedia.org/wiki/Alkaline_water_electrolysis

Alkaline water electrolysis - Wikipedia 1 of 3

https://en.wikipedia.org/wiki/Main_Page
https://en.wikipedia.org/wiki/Main_Page
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-Colli_et_al.-2
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-Colli_et_al.-2
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-Colli_et_al.-2
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-Colli_et_al.-2
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Main_Page
https://en.wikipedia.org/wiki/Main_Page
https://en.wikipedia.org/wiki/Main_Page
https://en.wikipedia.org/wiki/Electrolyzer
https://en.wikipedia.org/wiki/Electrolyzer
https://en.wikipedia.org/wiki/Electrodes
https://en.wikipedia.org/wiki/Electrodes
https://en.wikipedia.org/wiki/Potassium_hydroxide
https://en.wikipedia.org/wiki/Potassium_hydroxide
https://en.wikipedia.org/wiki/Sodium_hydroxide
https://en.wikipedia.org/wiki/Sodium_hydroxide
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-carmo2013a-1
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-3
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-3
https://en.wikipedia.org/wiki/Polymer_electrolyte_membrane_electrolysis
https://en.wikipedia.org/wiki/Polymer_electrolyte_membrane_electrolysis
https://en.wikipedia.org/wiki/Polymer_electrolyte_membrane_electrolysis
https://en.wikipedia.org/wiki/Polymer_electrolyte_membrane_electrolysis
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-schalenbach2016-4
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-schalenbach2016-4
https://en.wikipedia.org/wiki/Lifting_gas#Hydrogen
https://en.wikipedia.org/wiki/Lifting_gas#Hydrogen
https://en.wikipedia.org/wiki/Steam_reforming
https://en.wikipedia.org/wiki/Steam_reforming
https://en.wikipedia.org/wiki/Zirconia
https://en.wikipedia.org/wiki/Zirconia
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-5
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-5
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-schalenbach2016zirfon-6
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-schalenbach2016zirfon-6
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-Haug2017-7
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-Haug2017-7
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-8
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-8
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-Quanio2014-9
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-Quanio2014-9
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-Schalenbach-dissolution-10
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-Schalenbach-dissolution-10
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-Cherevko2016-11
https://en.wikipedia.org/wiki/Alkaline_water_electrolysis#cite_note-Cherevko2016-11


Acceptable
degradation rate

<3 µV/h[1]

System lifetime 20-30 a[1]

the Oxygen Evolution Reaction (OER).[2]

High surface area Ni catalysts can be achieved by dealloying of
Nickel-Zinc[2]  or  Nickel-Aluminium  alloys  in  alkaline
solution, commonly referred to as Raney nickel. In cell tests
the best performing electrodes thus far reported consisted of plasma vacuum sprayed Ni alloys on Ni
meshes[12] [13] and hot dip galvanized Ni meshes.[14] The latter approach might be interesting for
large scale industrial manufacturing as it is cheap and easily scalable.

In comparison to polymer electrolyte water electrolysis, the advantages of alkaline water electrolysis
are mainly:

1. Cheaper catalysts with respect to the platinum metal group based catalysts used for PEM water
electrolysis.

2. Higher durability due to an exchangeable electrolyte and lower dissolution of anodic catalyst.
3. Higher gas purity due to lower gas diffusivity in alkaline electrolyte.
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Advantages compared to PEM water electrolysis
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